Stress g [MPa]

800

600

400

200

— Void volume fraction
_ _Equivalent stress oeq

Matrix strength O

0.2 0.3 0.4 0.5 0.6 0.7
Equivalent plastic strain sgq [mm/mm]

0.8 0.9

Void volume fraction w [vol.%]



