Stress o [MPa]

12007

800

400t

0 1 2 3
Equivalent plastic strain 52q [mm/mm]

4

0.3

10.2

10.1

—— Void volume fraction
_ _Equivalent stress Geq

Matrix strength Oy

Void volume fraction.w[val %]




