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Uniformity check of two samples, 3 times for each

Pure SS (no coating) SS_DF
1.Replicate2

Pure SS (no coating) SS_DF
1.Replicate1

Pure SS (no coating) SS_DF
1.Replicate3

Pure SS (no coating) SS_DF
2.Replicate1

Pure SS (no coating) SS_DF
2.Replicate2

Pure SS (no coating) SS_DF
2.Replicate3


