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Comparison of samples with diffusion barrier

ITO-ITO-TiO2-TiO2-TiO2 (spin coat) SS_DF

ITO-TiO2-TiO2-TiO2 (spin coat) SS_DF

SiO2-SiO2-TiO2-TiO2-TiO2 (spin coat) SS_DF

SiO2-TiO2-TiO2-TiO2 (spin coat) SS_DF


