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Comparison SS plate with SiO2 diffusion layer, SS plate without SiO2 layer, and porous alumina plate

hv [eV]

——Si02-Mn-Mn-Mn 2M SS_DF

——Ti02 Mn 3L 0,5M (500C) SS_DF
——TiO2 Mn 3L 0,5M (500C) PA_DF
——Si02-5i02 (small)-Ti02-Ti02-TiO2 SS_DF



