12500

12000

11500:

11000

10500

10000:

9500

9000

8500

8000

7500

7000

6000

5500

5000

4500

4000

3500

3000

2500

2000

1500

1000

500

-500-

1000

1500

2000

210667: Prove 1, vanlig prosedyrer

Quartz 26.91%
Calcite 10.09%
Abite 1068 %

Muscovite 2M1  12.70 %
Chiorite 11b 6.36 %
Tale 21.87%
Lizardite 1T 3.24%
Li-Montmorillonite 0.50 %
Kaolinite (BISH)  2.50%
Mordenite 513%
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210668 Prave 2 vanlig prosedyre

Quartz 9.13%
Calcite 2.31%
Diopside 270%
Chlorite llo 34.21%
Magnetite 0.75%
Tale 1254%
Lizardite 1T~ 38.12%
Li-Montmorilonite 0.18 %
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210669: Prave 3, vanlig prosedyre

a0 Quartz 261%
Calcite 7.04%
- Diopside 1556 %
380 Chlorite flb 25.36%
ol Magnetite 0.53%
Talc 2.33%
300 Lizardite 1T 11.62%
- Li-Montmorillonite 1.20 %
“°“ Albite 24.73%
Pyrhotite 3T 0.21%
; W Tete  880%
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210670: Prove 4 vanlig prosedyre

Quartz 16.29%
Calcite 28.93%
Albite 1858 %
Muscovite 2M1 18.31%
Pyrrhotite 3T~ 0.05%
Diopside 3.98%
Chlorite b~ 8.44%
Kaolinite (BISH) 3.68 %
Spessartine ~ 0.79%
Antigorite ~~ 0.11%
Lizardite 1T~ 0.03%
Montmorillonite 052 %
Pyrite 0.29%
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210671: Prave 5, vanlig prosedyre
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Quartz

Calcite

Pyrite

Albite
Muscovite 2M1
Pyrrhotite 3T

2.35%
525%
0.26 %
4290 %
6.8 %
0.53%

Hornblende magnesian iron 0.69 %
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210672: Prove 6, vanlig prosedyre

Quartz 35.13%
Calcite 1.09%
Pyrite 0.02%
Albite 1755%
Muscovite 2M1 33.06 %
Pyrrhotite 3T 0.81%
Chlorite b~ 6.95%
Titanite 479%
Spessartine 0.5 %
Lizardite T~ 0.05%
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210673: Prave 7, vanlig prosedyre

o Quartz 9.79%
. Calcite 2940 %
o Pyrite 0.11%
8500 Albite 29.07%
s0n Muscovite 2ML 7.50 %
750 Chlorite b~ 4.46%
700 Titanite 2.60%
0 AugitePx ~ 5.271%
o Lizardite 1T~ 0.04%
o Datolite 11.77%
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